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PP.ODUCT BTJLLE'I'IN PRF.i·.~X JOINT COLPOUl-m BULLETIN NO: J-6903 
DRYWALL /,CCESSORY DUAL PURPOSE DATE: 4/23/7~ 
PRODUCTS PAGE: 1 of' 2 

( APPRO:V ALS: : ~ PRODUCING PLANT: CANCELS: J-6903 
I 'I' 

DATE: 5/11/73 
' '1 li\fd:' SEATTLE 

~ ~ I ~ p,l)~ f./ ',. .y ' . ..., <_ ·~' ~·-·· .• 

I POUNDS BULLETIN 
I 

DESCRIPIION " GALLONS ,, 

047 Asbestos 7 RFlO 2.1,7 150 

244 Metr.ocel 228 • 33 20 I 
I 

200 Keltose ~ .13 8 

165 Ground Raw Gypsum _{:_,\~.~I)' 41..38 2700 I 
'--' 

251 Mica 9.86 600 

453 Presel~vati ve .13 8 

082 Carbitol Solvent .53 32 

470 · FV A Errulsion ( 6. 26% on solids) 6.38 188 42 

090 Colloids #60 .15 9 

( Wnter 35.64 2If.8 260 

61..-~l~ 

TO In 100.00 -6&7& 

I 

MANUFAC'J:URH:" IN:J..T.BUC'fiCNS: 

L See Process B1J.lletin J-2. 
2. For p;.,.:G add 4 Jbc yellcV.' oxide. RJ.! Bulletin No. lSO. 
J. Fill:inJ:, - Cs.rto.n::> 50 lb net; ~ gal pails 62 lbs net; 1 gal pail 12 lbs. 
4. For .swrl!ler cor:.d it. .:i <Xl3 - Ada 4 gallons Ethylele Glycol. 

QUA LTTY CC'' fT_S:IL: 
I 

T:v~-1 Vi3C03ity, 150 gm cylinder @ 5 sees 12 15 rr.m i -
Tl.!-31 Standard Test. Viscosity 

150 gm cy.liDOP-r @ 5 sec 15 cc per 250 em raste 35 - 38 JI.r.l 

TM-3 Tape Bond 9 - 10 
T!'.-6 Application Equal to St::~.ud~rd I 
TI.~-7 Wcrlmbility . Equal to Stanc~ard I 

I 
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